)
1
§

Oct. 10, 1961

. P. PTASIENSKI ET AL 3,003,979

DRY CEMENT COMPOSITION COMPRISING CELLULOSIC THICKENER
GELLED STARCH, POLYVINYL ALCOHOL AND POLYVINYL ACETATE

Filed Dec. 5, 1958
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